
Component tested PMMMPs TBOEP TEP Other FR
Fabric-covered PU foam 40500 - 3653.4 -
Seat foam 22800 - 1265.1 -
Seat foam 21800 1665 1432.8 -
Fabric-covered PU foam 14200 - 389 -
Fabric-covered PU foam 7220 1367.3 256.7 -
Fabric-covered PU foam 5220 979 217.9 -
Polyester fabri



Seat PU foam 115 206 - -
Canopy fabric  79.4 - - DBDPE 113.4
Fabric-covered PU foam 75.4 - - -
Fabric-covered PU foam 71.9 - - -

Seat fabric  42.3 - -
RDP 5017.9, TPHP 408.6 (FTIR 

detected aryl phosphate)
Interfacing 37.6 - - -
Warning label white tag 36 - - -
Fabric-covered PU foam 34.1 - - -
Fabric-covered PU foam 28.8 - - -
Fabric-covered PU foam 27.6 - 153.5 -
Fabric-covered PU foam 26 - - -
Fabric-covered PU foam 25.8 - 105.4 -
Fabric-covered PU foam 9 - 114.8 -
Seat fabric  8.27 - - TEHP 139.7
Canopy fabric  4.02 - - -
Seat fabric  2.11 392.6 - -
Seat fabric  1.64 - - DBDPE 132.4
Seat fabric  0.77 - - -
Seat fabric  0.21 - - -
Seat fabric  0.1 354.6 - -
PU foam - 3461.1 - RDP 110.8
Fabric-covered PU foam - - - -


